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Abstract. The excitation of multiple surface-plasmon-polariton waves, all of the same frequency
but different polarization states, phase speeds, spatial profiles and degrees of localization, by a
compound surface-relief grating formed by a metal and a rugate filter, both of finite thickness,
was studied using the rigorous coupled-wave approach. Each period of the compound surface-
relief grating was chosen to have an integral number of periods of two different simple surface-
relief gratings. The excitation of different SPP waves was inferred from the absorptance peaks
that were independent of the thickness of the rugate filter. The excitation of each SPP wave could
be attributed to either a simple surface-relief grating present in the compound surface-relief grat-
ing or to the compound surface-relief grating itself. However, the excitation of SPP waves was
found to be less efficient with the compound surface-relief grating than with a simple surface-
relief grating.© 2012 Society of Photo-Optical Instrumentation Engineers (SPIE). [DOI: 10.1117/1.JNP.6
.061701]
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1 Introduction

The solution of a canonical boundary-value problem demonstrates that the planar interface of
(1) a semi-infinite metal, and (2) a semi-infinite homogeneous, isotropic, dielectric material can
guide one surface plasmon-polariton (SPP) wave, at a specific frequency and in a specific direc-
tion lying in the interface plane.1,2 This SPP wave is of the p-polarization state. In practice, SPP
waves are excited in the prism-coupled and the grating-coupled configurations. The prism-
coupled configuration is widely used for chemical sensing.2 Whereas the grating-coupled con-
figuration has been known for at least three decades to be useful in enhancing the absorptance of
solar cells,3,4 this enhancement has only recently been interpreted in terms of SPP waves.5,6

In the grating-coupled configuration, the planar interface is replaced by one with periodic
corrugations. This interface is a surface-relief grating. Light is then incident on the other face of
the partnering dielectric material. The electromagnetic field phasors are expressed in terms of
Floquet harmonics. If the period of the surface-relief grating is appropriate, a part of the incident
light may couple to the SPP wave at a certain value of the incidence angle. This happens when
one of the Floquet harmonics has a wavevector with a component parallel to the mean plane of
the grating the same as the real part of the possible SPP wave.2,7

Recently, to enhance the possibility of this match occurring, Dolev et al.8 made the surface-
relief grating a compound grating, called a quasiperiodic grating by them. Each period of the
compound grating comprises several periods each of more than one simple surface-relief grat-
ings. Dolev et al.8 showed that such a compound grating can be advantageously used to excite the
same p-polarized SPP wave at different angles of incidence.

Multiple SPP waves of the same frequency and direction of propagation, but with different
phase speeds, spatial profiles, and degrees of localizations, can be guided by the planar interface
of a metal and a dielectric material that is periodically nonhomogeneous normal to the interface,
whether that interface is either planar9 or a simple surface-relief grating.10 The multiplicity offers
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exciting prospects for enhancing the scope of applications of SPP waves.11,12 Chief among these
are multianalyte chemical sensors13 and thin-film solar cells.14 The higher the number of SPP
waves that can be excited, the more attractive are the prospects.

Although multiple SPP waves can be excited in the grating-coupled configuration,10 in line
with predictions from the solution of the canonical boundary-value problem,9 a simple surface-
relief grating may not suffice for the excitation of all possible SPP waves. With simple surface-
relief gratings of different periods, different subsets of the possible SPP waves may be excited,10

which limits the benefits resulting from multiple SPP waves. Therefore, we decided to inves-
tigate whether a compound surface-relief grating would be better than a simple surface-relief
grating.

Let us note the important difference between the work presented here and that of Dolev
et al.:8 the partnering dielectric material in our work is periodically nonhomogeneous normal
to the mean metal/dielectric interface, allowing the excitation of multiple SPP waves of the same
frequency but different linear polarization states, phase speeds, and spatial profiles, thereby in
contrast to Dolev et al.8 whose partnering dielectric material is homogeneous.

Because the theoretical formulation of the boundary-value problem discussed in this paper is
the same as in Ref. 10, only a brief overview of the formulation is provided in Sec. 2. Illustrative
numerical results are presented and discussed in Sec. 3, and the concluding remarks are
presented in Sec. 4. An expð−iωtÞ time-dependence is implicit, with ω denoting the angular
frequency. The free-space wavenumber, the free-space wavelength, and the intrinsic impedance
of free space are denoted by k0 ¼ ω

ffiffiffiffiffiffiffiffiffi
ϵ0μ0

p
, λ0 ¼ 2π∕k0, and η0 ¼

ffiffiffiffiffiffiffiffiffiffiffi
μ0∕ϵ0

p
, respectively, with μ0

and ϵ0 being the permeability and permittivity of free space. Vectors are in boldface, the asterisk
denotes the complex conjugate, and the Cartesian unit vectors are identified as ûx, ûy, and ûz.
The real part of a complex number ζ is denoted by ReðζÞ.

2 Boundary-Value Problem

Let us consider the boundary-value problem shown schematically in Fig. 1. The regions z < 0

and z > d3 are vacuous. The region 0 ≤ z ≤ d1 is occupied by a rugate filter15,16 with relative
permittivity

ϵdðzÞ ¼
��

nb þ na
2

�
þ
�
nb − na

2

�
sin

�
π
d2 − z
Ω

��
2

; z > 0; (1)

where 2Ω is the period, and na and nb are the lowest and the highest indexes of refraction,
respectively. Such filters can be deposited on top of a metallic film with a corrugated surface
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Fig. 1 Schematic of the grating-coupled configuration used for the excitation of multiple SPP
waves by an incident plane wave. Specular reflection and transmission are denoted by order
n ¼ 0, whereas nonspecular modes are denoted by orders n ≠ 0. The SPP waves are guided
by the periodically corrugated metal/rugate-filter interface.
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with a variety of well-established techniques.17–19 The region d2 ≤ z ≤ d3 is occupied by the
metallic partnering material with spatially uniform relative permittivity ϵm.

The region d1 < z < d2 contains a compound surface-relief grating of period L along the
x axis. The relative permittivity ϵgðx; zÞ ¼ ϵgðx� L; zÞ in this region is taken to be as

ϵgðx; zÞ ¼ ϵm − ½ϵm − ϵdðzÞ�U½d2 − z − gðxÞ�; x ∈ ð0; LÞ; (2)

for z ∈ ðd1; d2Þ, with

gðxÞ ¼

8><
>:

1
2
ðd2 − d1Þ

�
1þ sin

�
2π x

Λ1

��
; x ∈ ð0; L1Þ;

1
2
ðd2 − d1Þ

�
1þ sin

�
2π x−L1

Λ2

��
; x ∈ ðL1; LÞ;

(3)

and

UðζÞ ¼
�

1; ζ ≥ 0;
0; ζ < 0:

(4)

The chosen compound surface-relief grating is made of two simple surface-relief gratings, one of
period Λ1 and the other of period Λ2. Both of the simple gratings have a sinusoidal profile. For
simplicity, both simple gratings have the same crest-to-trough distance d2 − d1, and the depth Lg

of the compound surface-relief grating therefore is also the same: Lg ¼ d2 − d1. Each period of
the compound grating comprises N1 consecutive periods of the simple grating with period Λ1

and N2 consecutive periods of the simple grating with period Λ2; hence, L ¼ L1 þ L2, L1 ¼
N1Λ1 (N1 ∈ f1; 2; 3; : : : g), and L2 ¼ N2Λ2 (N2 ∈ f1; 2; 3; : : : g).

We chose this particular grating-shape function gðxÞ because sinusoidal surface-relief grat-
ings are the easiest type of grating for theoretical studies of the excitation of SPP waves.7 Simple
gratings with nonsinusoidal profiles can be investigated with the theoretical formulation adopted
here.10 Furthermore, more than two simple gratings can be incorporated in a compound grating.

In the vacuous half-space z ≤ 0, let a plane wave propagating in the xz plane at an angle θ to
the z axis, be incident on the compound surface-relief grating coated with the rugate filter.
Hence, the incident, reflected, and transmitted electric field phasors may be written in terms
of Floquet harmonics as follows:

EincðrÞ ¼
Xn¼Nt

n¼−Nt

ðsnaðnÞs þ pþn a
ðnÞ
p Þ exp½iðkðnÞx xþ kðnÞz zÞ�; z ≤ 0; (5)

ErefðrÞ ¼
Xn¼Nt

n¼−Nt

ðsnrðnÞs þ p−n r
ðnÞ
p Þ exp½iðkðnÞx x − kðnÞz zÞ�; z ≤ 0; (6)

EtrðrÞ ¼
Xn¼Nt

n¼−Nt

ðsntðnÞs þ pþn t
ðnÞ
p Þ expfi½kðnÞx xþ kðnÞz ðz − d3Þ�g; z ≥ d3: (7)

Here,

kðnÞx ¼ k0 sin θ þ nκx (8)

is the wavenumber of the Floquet harmonic of order n, with

κx ¼
2π

L
¼ 2π

N1L1 þ N2L2

; (9)

and

kðnÞz ¼
8<
: þ

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
k20 − ðkðnÞx Þ2

q
; k20 > ðkðnÞx Þ2

þi
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
ðkðnÞx Þ2 − k20

q
; k20 < ðkðnÞx Þ2

: (10)

Faryad and Lakhtakia: Excitation of multiple surface-plasmon-polariton waves : : :

Journal of Nanophotonics 061701-3 Vol. 6, 2012



The s and p-polarization states are represented, respectively, by

sn ¼ ûy (11)

and

p�n ¼ ∓
kðnÞz

k0
ûx þ

kðnÞx

k0
ûz: (12)

The coefficients aðnÞs ¼ aðnÞp ¼ 0 ∀ n ∈ ½−Nt; Nt�, except that að0Þs ≠ 0 when the incident plane
wave is s-polarized and að0Þp ≠ 0 when the incident plane wave is p-polarized. The coefficients
rðnÞs;p and tðnÞs;p have to be determined by solving a boundary-value problem.

That boundary-value problem was formulated using the rigorous coupled-wave approach
(RCWA)20,21 and was implemented using a stable algorithm.22–24 The accuracy of the solution
using RCWA depends on the value of Nt, the number of terms of Floquet harmonics in the
representation of field phasors being 2Nt þ 1. The formulation of the boundary-value problem
and the numerical algorithm have been explained elsewhere in detail10 and we skip both to go
directly to present representative numerical results in Sec. 3.

3 Numerical Results and Discussion

For illustrative numerical results, we chose a rugate filter with Ω ¼ λ0, na ¼ 1.45 and nb ¼ 2.32

(Ref. 10). We set the free-space wavelength λ0 ¼ 633 nm and chose the metal to be bulk
aluminum (ϵmet ¼ −56þ 21i).

The plane wave absorptance of the entire structure depicted in Fig. 1 is given by

A ¼ 1 −
XNt

n¼−Nt

jrðnÞs j2 þ jrðnÞp j2 þ jtðnÞs j2 þ jtðnÞp j2

jað0Þs j2 þ jað0Þp j2
Re

 
kðnÞz

kð0Þz

!
: (13)

The absorptance for p-polarized incidence is denoted by Ap ¼ Ajað0Þs ¼0;að0Þp ≠0, and that for s-polar-

ized incidence by As ¼ Aj
að0Þs ≠0;að0Þp ¼0

. Let us note that rðnÞs ¼ 0 and tðnÞs ¼ 0 ∀ n ∈ ½−Nt; Nt� for
p-polarized incident plane waves, and vice versa for the s-polarized case, because the partnering
dielectric material is isotropic.

We implemented the RCWA in Mathematica and calculated the absorptances Ap and As as
functions of θ. We fixed Nt ¼ 40 after ascertaining that the absorptances for Nt ¼ 40 converged
to within �1% of the absorptances calculated with Nt ¼ 41. Also, the electric field phasor
Eðx; zÞ, the magnetic field phasor Hðx; zÞ, and the time-averaged Poynting vector

Pðx; zÞ ¼ 1

2
Re½Eðx; zÞ ×H�ðx; zÞ�; (14)

were calculated as appropriate. For this purpose, the region 0 < z < d1 was divided into 3-nm-
thick slices parallel to the plane z ¼ 0, the grating region (d1 < z < d2) was divided into 1-nm-
thick slices, but the metallic layer (d2 < z < d3) was kept as one slice.

3.1 Canonical Boundary-Value Problem

The corresponding canonical boundary-value problem, when both the rugate filter and the metal
are semi-infinite in thickness and their interface is planar, has been solved elsewhere.9 With the
assumption that an SPP wave propagates along the x axis with an expðiκxÞ variation and is
independent of y, the solution of the canonical problem yields values of the wavenumber κ.
We found that for the chosen constitutive parameters of both partnering materials, five p-polar-
ized and four s-polarized SPP waves are allowed. Their relative wavenumbers κ∕k0 are provided
in Table 1.
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3.2 Grating-Coupled Configuration

The compound surface-relief grating was chosen with N1 ¼ N2 ¼ 3, Λ1 ¼ 0.75λ0, Λ2 ¼ λ0, and
Lg ¼ 50 nm; furthermore, d3 − d2 ¼ 30 nm. These specific parameters are consistent with
experience acquired from working with simple surface-relief gratings.10

Plots of Ap and As as functions of θ are presented in Figs. 2 and 3, respectively, for
d1 ∈ f4Ω; 6Ωg. These plots contain several peaks. The peaks that are independent of the

Table 1 Relative wavenumbers κ∕k0 at λ0 ¼ 633 nm of possible SPP waves guided by the planar
interface of aluminum (ϵmet ¼ −56þ 21i) and a rugate filter (Ω ¼ λ0, na ¼ 1.45 and nb ¼ 2.32)
from the solution of the canonical boundary-value problem.9

s-pol 1.48639þ 0.00132i 1.7324þ 0.004i * 1.9836þ 0.0006i *

2.2128þ 9.6 × 10−5i *

p-pol 1.36479þ 0.00169i 1.61782þ 0.00548i 1.87437þ 0.00998i

2.06995þ 0.01526i 2.21456þ 0.00246i

*These solutions had been missed when solutions for Fig. 1 of Ref. 9 were numerically searched.

Fig. 2 As versus θ, when N1 ¼ N2 ¼ 3, Λ1 ¼ 0.75λ0, Λ2 ¼ λ0, Lg ¼ 50 nm, d3 − d2 ¼ 30 nm, and
λ0 ¼ 633 nm. The vertical arrows and the stars identify the peaks that represent the excitation of
s-polarized SPP waves: the arrows with single line (double line) represent the peaks that are also
present in the absorptance curves when the compound grating is replaced with a simple grating
with N2 ¼ 0 (N1 ¼ 0), but the stars represent the peaks that are not present when either N1 ¼ 0 or
N2 ¼ 0.

Fig. 3 Same as Fig. 2, except that Ap is plotted instead of As.
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thickness of the partnering dielectric material beyond a certain threshold thickness indicate the
excitation of SPP waves,10 whereas the remaining peaks could represent the excitation of wave-
guide modes25,26 that must depend on the thickness of the partnering dielectric material.

3.2.1 Excitation of s-polarized SPP waves

In the plots of As versus θ in Fig. 2, nine peaks, identified by vertical arrows and stars, are present
independent of the thickness of the partnering dielectric material (i.e., the rugate filter). The
angular positions of these As-peaks are θ ¼ 19.0 deg, 22.2 deg, 26.7 deg, 31.0 deg, 34.6 deg,
39.8 deg, 49.3 deg, 56.1 deg, and 61.4 deg; all angular positions in this paper were read from
absorptance plots with the angle of incidence varying in steps of 0.1 deg. The conclusion that
the identified peaks represent the excitation of s-polarized SPP waves is upheld by the spatial
profiles of the x-component of the time-averaged Poynting vector in one unit cell (0 < x < L;
0 < z < d3).

In Fig. 4, the variation of Pxðx; zÞ ¼ ûx _Pðx; zÞ is provided for two values of θ∶ 19.0 deg and
22.2 deg. The figure confirms that the power density of the s-polarized SPP waves is maximal in
the region near the plane z ¼ d1 and decays away from that region. Moreover, most of the energy
of each SPP wave resides in the rugate filter rather than in the metal. As the spatial profiles in the
top and bottom panels of Fig. 4 are different for the different values of θ, each of the two values
of θ is associated with the excitation of different SPP waves.

In Fig. 5, the spatial variation of Px is provided for two other values of θ∶ 39.8 deg and
56.1 deg. This figure again shows that an s-polarized SPP wave is excited at each of these
two values of θ; however, the same s-polarized SPP wave is excited at both of these angles of
incidence. This observation is not surprising as it has already been shown elsewhere10 that
the same SPP wave can be excited in the grating-coupled configuration at different angles of
incidence.

Let us also note that Px > 0 in all the spatial profiles presented in Figs. 4 and 5 implying that
these SPP waves propagate parallel to ûx. This was found true for all s-polarized SPP waves
excited at the peaks identified in Fig. 2 by vertical arrows and stars.

In the grating-coupled configuration, an SPP wave is excited whenever the real part of the
wavenumber κ from the canonical boundary-value problem matches the wavenumber kðnÞx of the
Floquet harmonic of order n for some n ∈ ½−Nt; Nt�. These wavenumbers of the Floquet har-
monics depend on the period L of the surface-relief grating. Also, if the SPP wave is propagating
parallel to ûx (−ûx) in our formulation of the problem, it is excited as a Floquet harmonic of
positive (negative) order.

Fig. 4 Variation of the x -component Px (in W m−2 ) of the time-averaged Poynting vector Pðx; zÞ
when (top) θ ¼ 19.0 deg and (bottom) θ ¼ 22.2 deg, the incident plane wave is s polarized
(að0Þs ¼ 1 Vm−1, að0Þp ¼ 0), and d1 ¼ 4Ω. Other parameters are the same as for Fig. 2.
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In the light of the foregoing discussion, let us now explain the roles of the two simple surface-
relief gratings constituting the compound surface-relief grating in the excitation of multiple
SPP waves. The relative wavenumbers kðnÞx ∕k0 of several Floquet harmonics are provided in
Table 2 for:

• Case 1: N1 ¼ 1 and N2 ¼ 0 (i.e., L ¼ Λ1) and
• Case 2: N1 ¼ 0 and N2 ¼ 1 (i.e., L ¼ Λ2),

at the values of θ identified by vertical arrows and stars in Fig. 2. Plots of As versus θ for these
two cases are provided in Fig. 6 to compare the As-peaks for the compound surface-relief grating
with those for the individual simple surface-relief gratings. For the computation of absorptances
when either N1 ¼ 0 or N2 ¼ 0, Nt ¼ 8 was sufficient because the period L is much smaller than
for the compound grating and a converged solution can be obtained with a smaller value of Nt.
We also identify

• Case 3: N1 ¼ N2 ¼ 3,

which is the case of the chosen compound surface-relief grating, for ease of discussion. The
relative wavenumbers of several Floquet harmonics are at the θ-positions of the As-peaks iden-
tified by stars are provided in Table 3 for case 3 only.

The solution of the canonical boundary-value problem predicts the existence of an s-polar-
ized SPP wave with κ∕k0 ¼ 1.7324þ 0.0014i. According to Table 2, the simple surface-relief
grating of period Λ1 alone is responsible for its excitation in the grating-coupled configuration at
θ ¼ 22.2 deg in Fig. 2, because kð1Þx ∕k0jCase1 ¼ 1.7112 is quite close to 1.7324. Furthermore, the
leftmost As-peak identified in Fig. 6(a) by an arrow is at the same angular position as the
As-peak of interest in Fig. 2.

Similarly, the solution of the canonical boundary-value problem predicts the existences of
s-polarized SPP waves with κ∕k0 ¼ 1.9836 þ 0.0006i and 2.2128þ 10−5i (Table 1). As-peaks
are present at θ ¼ 39.8 deg and 61.4 deg in Fig. 2. Both of these SPP waves are excited in the
grating-coupled configuration due to the presence of the simple grating with period Λ1 because
kð1Þx ∕k0jCase1 ¼ 1.9734 for θ ¼ 39.8 deg, and kð1Þx ∕k0jCase1 ¼ 2.2113 for θ ¼ 61.4 deg in
Table 2. Moreover, these As-peaks are also present at θ ¼ 39.9 deg and 61.4 deg in Fig. 6(a).

The two As-peaks identified by double arrows, at θ ∈ f31.0 deg; 49.3 degg, in Fig. 2
represent the excitation of s-polarized SPP waves due to the presence of simple grating of period
Λ2. A comparison of Tables 1 and 2 shows that kð1Þx ∕k0jCase2 ¼ 1.5150 for θ ¼ 31.0 deg,
and kð1Þx ∕k0jCase2 ¼ 1.7581 for θ ¼ 49.3 deg are close to Reð1.4864þ 0.0013iÞ and
Reð1.7324þ 0.0014iÞ, respectively. These As-peaks identified by double arrows in Fig. 2 (at
θ ¼ 31.0 deg and 49.3 deg) are also present in Fig. 6(b) at θ ¼ 27.9 deg and 45.5 deg,

Fig. 5 Same as Fig. 4, except that (top) θ ¼ 39.8 deg and (bottom) θ ¼ 56.1 deg.
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respectively. The difference in the angular positions of each peak in the two figures is entirely
due to the presence of the simple surface-relief grating of period Λ1 in the compound surface-
relief grating.

The As-peaks identified by stars in Fig. 2 at θ ∈ f19.0 deg; 26.7 deg; 34.6 deg; 56.1 degg
indicate the SPP waves that cannot be explained by either case 1 or case 2, because correspond-
ing peaks are not present in Fig. 6(a) and 6(b). Instead, the entire compound surface-relief grating
is involved as follows: At θ ¼ 19.0 deg, the SPP wave is excited as a Floquet harmonic of order
n ¼ 6 because kð6Þx ∕k0jCase3 ¼ 1.4684 is close to Reð1.4864þ 0.0013iÞ in Table 1; at
θ ¼ 26.7 deg, the SPP wave is excited as a Floquet harmonic of order n ¼ 8 because
kð8Þx ∕k0jCase3 ¼ 1.9731 is close to Reð1.9836 þ 0.0006iÞ in Table 1; at θ ¼ 34.6 deg, the
SPP wave is excited as a Floquet harmonic of order n ¼ 6 because kð6Þx ∕k0jCase3 ¼ 1.7107 is
close to Reð1.7324þ 0.0014iÞ in Table 1; and at θ ¼ 56.1 deg, the SPP wave is excited as
a Floquet harmonic of order n ¼ 6 because kð6Þx ∕k0jCase3 ¼ 1.9729 is close to
Reð1.9836þ 0.0006iÞ likewise. Thus, these SPP waves arise from a cooperative phenomenon
which merges the distinct identities of the two constituent simple surface-relief gratings into a
single identity. Let us also note that the excitation of the SPP wave at θ ¼ 26.7 deg is not as

Table 2 Relative wavenumbers k ðnÞ
x ∕k0 of Floquet harmonics, at the θ-values of the peaks iden-

tified in Fig. 2 by vertical arrows and stars, when the compound surface-relief grating is replaced
by just one of its two constituent simple surface-relief gratings. Case 1: N1 ¼ 1 and N2 ¼ 1.
Case 2: N1 ¼ 1 and N2 ¼ 1. Boldface entries signify SPP waves.

Case n ¼ −2 n ¼ −1 n ¼ 0 n ¼ 1 n ¼ 2

θ ¼ 19.0 deg 1 −2.3411 −1.0078 0.32557 1.6589 2.9922

2 −1.6744 −0.67443 0.32557 1.3256 2.3256

θ ¼ 22.2 deg 1 −2.2888 −0.95549 0.37784 1.7112 3.0445

2 −1.6222 −0.62216 0.37784 1.3778 2.3778

θ ¼ 26.7 deg 1 −2.2173 −0.88401 0.44932 1.7827 3.116

2 −1.5507 −0.55068 0.44932 1.4493 2.4493

θ ¼ 31.0 deg 1 −2.1516 −0.8183 0.51504 1.8484 3.1817

2 −1.485 −0.48496 0.5150 1.5150 2.5150

θ ¼ 34.6 deg 1 −2.0988 −0.76549 0.56784 1.9012 3.2345

2 −1.4322 −0.43216 0.56784 1.5678 2.5678

θ ¼ 39.8 deg 1 −2.0266 −0.69322 0.64011 1.9734 3.3068

2 −1.3599 −0.35989 0.64011 1.6401 2.6401

θ ¼ 49.3 deg 1 −1.9085 −0.5752 0.75813 2.0915 3.4248

2 −1.2419 −0.24187 0.75813 1.7581 2.7581

θ ¼ 56.1 deg 1 −1.8367 −0.50332 0.83001 2.1633 3.4967

2 −1.17 −0.16999 0.83001 1.8300 2.8300

θ ¼ 61.4 deg 1 −1.7887 −0.45535 0.87798 2.2113 3.5446

2 −1.122 −0.12202 0.87798 1.878 2.878
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Table 3 Relative wavenumbers k ðnÞ
x ∕k0 of Floquet harmonics, at the θ-values of the peaks iden-

tified in Fig. 2 by stars when the s-polarized SPP waves are excited by the compound grating.
Case 3: N1 ¼ N2 ¼ 3. Boldface entries signify SPP waves.

Case n ¼ 3 n ¼ 4 n ¼ 5 n ¼ 6 n ¼ 7 n ¼ 8

θ ¼ 19.0 deg 3 0.897 1.0875 1.2779 1.4684 1.6589 1.8494

θ ¼ 26.7 deg 3 1.0207 1.2112 1.4017 1.5922 1.7827 1.9731

θ ¼ 34.6 deg 3 1.1393 1.3297 1.5202 1.7107 1.9012 2.0917

θ ¼ 56.1 deg 3 1.4014 1.5919 1.7824 1.9729 2.1633 2.3538

Table 4 The relative wavenumbers κ∕k0 of s-polarized SPP waves in the canonical problem
(Table 1) and the θ-values of the As-peaks in Figs. 6(a), 6(b), and 2 that represent the excitation
of these SPP waves in cases 1, 2, and 3, respectively.

κ∕k0

θ

Fig. 6(a) Fig. 6(b) Fig. 2

1.48639þ 0.00132i — — 19.0 deg

— 27.9 deg 31.0 deg

1.7324þ 0.0014i 22.2 deg — 22.2 deg

— — 34.6 deg

— 45.5 deg 49.3 deg

1.9836þ 0.0006i — — 26.7 deg

39.9 deg — 39.8 deg

— — 56.1 deg

2.2128þ 9.6 × 10−5i 61.4 deg — 61.4 deg

(a)

(b)

Fig. 6 As versus θ when Lg ¼ 50 nm, d3 − d2 ¼ 30 nm, λ0 ¼ 633 nm, for case 1 and case 2.
The vertical arrows identify the peaks that represent the excitation of SPP waves.
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efficient as at the other peaks identified by stars in Fig. 2 because the SPP wave is being excited
as a Floquet harmonic of higher order when θ ¼ 26.7 deg than for the other three values of θ
(Refs. 7, 10).

A comparison of the magnitudes of As at the absorptance peaks in Figs. 2 and 6 shows that an
As-peak for an individual simple surface-relief grating (cases 1 and 2) is generally higher than the
corresponding As-peak for the compound surface-relief grating (case 3).

In summary, nine As-peaks in Fig. 2 that represent the excitation of s-polarized SPP waves
can be divided into three groups: (1) three peaks due to the presence of the simple surface-relief
grating with periodΛ1, (2) two peaks due to the presence of the simple surface-relief grating with
period Λ2, and (3) four peaks due to the compound surface-relief grating itself with period
L ¼ 3Λ1 þ 3Λ2. The relative wavenumbers κ∕k0 of s-polarized SPP waves in the canonical
problem (Table 1) are correlated in Table 4 with the θ-values of the As-peaks in Fig. 2 that
represent the excitation of these SPP waves in case 3. Correlation of some of those peaks
with the As-peaks in Fig. 6(a) and 6(b), for cases 1 and 2, respectively, is also presented in
the same table. All s-polarized SPP waves predicted by the solution of the canonical bound-
ary-value problem can be excited by the compound surface-relief grating, but neither of the
two constituent simple surface-relief gratings is, by itself, able to do the same. The As-peaks
that are attributable to the simple surface-relief grating with period Λ2 are shifted to somewhat
higher angular positions, and the shift becomes more pronounced as the incidence becomes more
oblique, whereas the peaks attributable to the other simple grating with period Λ1 remain almost
at the same angular position except for one peak that shifts to lower angular position.

3.2.2 Excitation of p-polarized SPP waves

In the plots of Ap versus θ provided in Fig. 3 for d1 ∈ f4Ω; 6Ωg, the Ap-peaks that are
independent of the thickness of the rugate filter are identified by vertical arrows and stars.
Such Ap-peaks are present for θ ∈ f12.0 deg; 19.5 deg; 23.5 deg; 27.6 deg; 41.0 deg;
47; 5 deg; 56.3 degg and represent the excitation of p-polarized SPP waves. Examination of
the spatial profiles of Pxðx; zÞ at these θ-values confirmed the localization of the power density
to the plane z ¼ d1.

Representative profiles of Px in a unit cell of the compound surface-relief grating are pro-
vided for two identified Ap-peaks in Fig. 7. The spatial profiles for θ ¼ 23.5 deg and
θ ¼ 27.5 deg show that the power density of the p-polarized SPP wave is maximal in the region
near the plane z ¼ d1 and decays away from that region. Moreover, Px is predominantly positive
implying that the p-polarized SPP waves are propagating along ûx and are excited as Floquet

(a)

(b)

Fig. 7 Variation of the x -component Px (in W m−2) of the time-averaged Poynting vector Pðx; zÞ
when (a) θ ¼ 23.5 deg and (b) θ ¼ 27.6 deg, the incident plane wave is p polarized (að0Þs ¼ 0,
að0Þp ¼ 1 Vm−1), and d1 ¼ 4Ω. Other parameters are the same as for Fig. 3.
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harmonics of positive order. This was found to be true for all other p-polarized SPP waves
as well.

The relative wavenumbers kðnÞx ∕k0 of several Floquet harmonics are provided in Table 5 for
case 1 and case 2 at the θ-values of the peaks identified in Fig. 3. Plots of Ap versus θ for these
two cases are provided in Fig. 8 to compare the Ap-peaks for the compound surface-relief grating
with those for the individual simple surface-relief gratings.

The Ap-peaks identified by single arrows in Fig. 3 are also present at approximately the same
angular positions in Fig. 8(a). Therefore, the p-polarized SPP waves excited by the compound
surface-relief grating for θ ∈ fred 12.0 deg; 27.6 deg; 47.5 deg; 56.3 degg can be attributed
solely to the simple surface-relief grating with period Λ1. This is also evident from a comparison
of Tables 1 and 5 because:

• kð1Þx ∕k0jCase1 ¼ 1.5412 is close to Reð1.61782þ 0.00548iÞ for θ ¼ 12.0 deg,
• kð1Þx ∕k0jCase1 ¼ 1.7966 is close to Reð1.87437þ 0.00998iÞ for θ ¼ 27.6 deg,
• kð1Þx ∕k0jCase1 ¼ 2.0706 is close to Reð2.06995þ 0.01526iÞ for θ ¼ 47.5 deg, and
• kð1Þx ∕k0jCase1 ¼ 2.1653 is close to Reð2.21456þ 0.00246iÞ for θ ¼ 56.3 deg.

A comparison of Figs. 3 and 8(b) shows that the Ap-peaks due to the independent simple surface-
relief grating with period Λ1 (case 1) are slightly shifted to lower angular positions when that
simple grating becomes part of the compound surface-relief grating (case 3), the shift being
larger at the higher angular locations.

Similarly, the Ap-peaks at θ ¼ 23.5 deg and 41.0 deg, identified by double arrows in Fig. 3,
are also present at approximately the same angular positions in Fig. 8(b) signifying that the
p-polarized SPP waves at these peaks are excited in effect by the presence of the simple
surface-relief grating of period Λ2. Moreover,

Table 5 Same as Table 2, except that the θ-values are of the Ap-peaks identified by vertical
arrows and stars in Fig. 3.

Case n ¼ −2 n ¼ −1 n ¼ 0 n ¼ 1 n ¼ 2

θ ¼ 12 deg 1 −2.4588 −1.1254 0.20791 1.5412 2.8746

2 −1.7921 −0.79209 0.20791 1.2079 2.2079

θ ¼ 19.5 deg 1 −2.3329 −0.99953 0.33381 1.6671 3.0005

2 −1.6662 −0.66619 0.33381 1.3338 2.3338

θ ¼ 23.5 deg 1 −2.2679 −0.93458 0.39875 1.7321 3.0654

2 −1.6013 −0.60125 0.39875 1.3987 2.3987

θ ¼ 27.6 deg 1 −2.2034 −0.87004 0.4633 1.7966 3.13

2 −1.5367 −0.5367 0.4633 1.4633 2.4633

θ ¼ 41.0 deg 1 −2.0106 −0.67727 0.65606 1.9894 3.3227

2 −1.3439 −0.34394 0.65606 1.6561 2.6561

θ ¼ 47.5 deg 1 −1.9294 −0.59606 0.73728 2.0706 3.4039

2 −1.2627 −0.26272 0.73728 1.7373 2.7373

θ ¼ 56.3 deg 1 −1.8347 −0.50138 0.83195 2.1653 3.4986

2 −1.168 −0.16805 0.83195 1.832 2.832
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• kð1Þx ∕k0jCase2 ¼ 1.3987 is close to Reð1.36479þ 0.00169iÞ for θ ¼ 23.5 deg, and
• kð1Þx ∕k0jCase2 ¼ 1.6561 is close to Reð1.61782þ 0.00548iÞ for θ ¼ 41.0 deg.

However, the Ap-peaks at θ ¼ 20.5 deg and θ ¼ 37.2 deg in Fig. 8(b) for the simple surface-
relief grating with period Λ2 shift to θ ¼ 23.5 deg and θ ¼ 41.0 deg, respectively, in Fig. 3
when this simple surface-relief grating becomes part of the compound surface-relief grating.

The Ap-peak identified by a star in Fig. 3 also represents the excitation of a p-polarized SPP
waves; however, this peak is not present in the plots of Ap versus θ in Fig. 8 for either case 1 or
case 2. Also, the Ap-peak at this value of θ is very low, suggesting that the SPP wave is being
excited as a Floquet harmonic of a high order at this peak by the compound surface-relief grating
with period L ¼ 3Λ1 þ 3Λ2. Indeed, the Ap-peak at θ ¼ 19.5 deg represents the excitation of a
p-polarized SPP wave as a Floquet harmonic of order n ¼ 7 by the compound grating because
kð7Þx ∕k0jCase3 ¼ 1.6671 is close to Reð1.61782þ 0.00548iÞ.

(a)

(b)

Fig. 8 Same as Fig. 6, except that Ap is plotted against θ.

Table 6 The relative wavenumerbs κ∕k0 of p-polarized SPP waves in the canonical problem
(Table 1) and the θ-values of the Ap-peaks in Figs. 8(a), 8(b), and 3 that represent the excitation
of these SPP waves in cases 1, 2, and 3, respectively.

κ∕k0

θ

Fig. 8(a) Fig. 8(b) Fig. 3

1.36479þ 0.00169i — 20.5 deg 23.5 deg

1.61782þ 0.00548i 12.8 deg — 12.0

— — 19.5 deg

— 37.2 deg 41.0 deg

1.87437þ 0.00998i 32.3 deg — 27.6 deg

— 60.6 deg* —

2.06995þ 0.01526i 51.6 deg — 47.5 deg

2.21456þ 0.00246i 64.8 deg — 56.3 deg

*This Ap-peak in case 2 does not have a counterpart peak in case 3.
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Let us note that an Ap-peak present in Fig. 8(b) at θ ¼ 60.6 deg for the simple surface-relief
grating with period Λ2 is not present in Fig. 3 for the compound surface-relief grating. Further-
more, as was shown for As-peaks in Sec. 3.2.1, an Ap-peak for an individual simple surface-relief
grating (cases 1 and 2) is generally higher than the corresponding Ap-peak for the compound
surface-relief grating (case 3). Thus, although the use of compound surface-relief gratings
appears to be efficacious to excite SPP waves, careful selection of the constituent surface-relief
gratings is needed for maximal effect.

To recapitulate, out of seven Ap-peaks in Fig. 3 that represent the excitation of p-polarized
SPP waves, four peaks are due to the simple surface-relief grating with period Λ1, two to the
simple surface-relief grating period Λ2 alone, and one to the compound surface-relief grating
itself. The angular positions of the Ap-peaks representing the excitation of p-polarized SPP
waves in Fig. 3 are presented in Table 6 are cross-referenced to values of κ∕k0 obtained
from the solution of the canonical boundary-value problem. Correlation of some of those
peaks with the Ap-peaks in Fig. 8(a) and 8(b), for cases 1 and 2, respectively, can also be deduced
from the same table. A comparison of Tables 1 and 6 upholds the conclusions drawn in Sec. 3.2.1
for s-polarized SPP waves: All p-polarized SPP waves predicted by the solution of the canonical
boundary-value problem can be excited by the compound surface-relief grating even though
either of the individual surface-relief grating alone cannot excite all possible SPP waves. Further-
more, the Ap-peaks that are attributable to the simple surface-relief grating with period Λ1 (Λ2)
shift to somewhat lower (higher) angular positions in Fig. 3 in relation to Fig. 8.

4 Concluding Remarks

The excitation of multiple SPP waves of the same frequency and the direction of propagation but
of different linear polarization states, phase speeds, degrees of localization, and spatial profiles
was studied theoretically in the grating-coupled configuration, when the surface-relief grating is
compounded from two simpler surface-relief gratings and the partnering dielectric material is a
rugate filter. The absorptances for s and p-polarized incident plane waves were calculated as
functions of the angle of incidence for two sufficiently high values of the thickness of the part-
nering dielectric material to rule out waveguide modes and identify SPP waves.

Our numerical results allowed us to draw the following conclusions:

(1) With one fixed compound surface-relief grating, all the SPP waves predicted by the
canonical boundary-value problem were excited. The extension of this conclusion to
the compounding of two or more simple surface-relief gratings in different configura-
tions requires further investigation.

(2) The excitation of each SPP wave could be attributed to either a simple surface-relief
grating present in the compound surface-relief grating or to the compound surface-
relief grating itself or to both.

(3) The same SPP wave could be excited by either one or both of the constituting simple
gratings of the compound surface-relief grating and/or the compound grating itself.

(4) The angular positions of the absorptance peaks (signifying the excitation of SPP
waves) for a simple surface-relief grating shifted somewhat when that grating was
made a constituent of a compound surface-relief grating.

(5) Not every absorptance peak (indicative of the excitation of an SPP wave) for a simple
surface-relief grating by itself had a counterpart peak for the compound surface-relief
grating, but this conclusion does not nullify conclusion (1).

However, the excitation of any specific SPP wave turned out to be less efficient with the com-
pound surface-relief grating than with a simple surface-relief grating. This observation is in
agreement with the work of Dolev et al.8 for whom the partnering dielectric material was homo-
geneous.

The foregoing conclusions are expected to be useful in enhancing the quantum efficiency of
thin-film solar cells because of the greater possibility of exciting SPP waves of both linear polar-
ization states. For this purpose, the rugate filter will have to be replaced by a multilayered semi-
conductor material and an easily manufacturable compound surface-relief grating will have to be
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found to excite all possible SPP waves efficiently over a broad range of visible and infrared
frequencies. The introduction of periodic nonhomogeneity in the partnering semiconductor
would result in the possibility of guiding multiple SPP waves of both linear polarization states.14

The possibility of exciting a given SPP wave by either a constituent simple surface-relief grating
or the compound surface-relief grating at more than one angles of incidence (combined with the
possibility of multiple SPP waves of the same frequency) will increase the energy coupled to SPP
waves by the incident light not only in diffuse insolation but also in direct insolation when the
solar cell is either unable or not designed to track the sun. The theoretical formulation of RCWA
used in this paper for continuously nonhomogeneous partnering dielectric material has been
recently extended for periodically multilayered dielectric materials.27
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